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- EMSL Order: 161713355
EMSL Analytlcal, Inc. Customer ID: SDIE78
6340 CastlePlace Dr. Indianapolis, IN 46250 Customer PO:
Tel/Fax: (317) 803-2997 / (317) 803-3047 Project ID:
http://www.EMSL.com / indianapolislab@emsl.com
Attention: John Gongola Phone: (304) 233-3401
S.D.1. Environmental Fax: (304) 233-3401
111 Park View Lane Received Date: 07/21/2017 10:15 AM
Suite 104 Analysis Date: 07/25/2017
Wheeling, WV 26003 Collected Date: 07/20/2017

Project: WVCC & TCE WESCO #170777

Test Report: Asbestos Analysis of Non-Friable Organically Bound Materials by TEM via
EPA/600/R-93/116 Section 2.5.5.1

Sample ID Description Appearance % Matrix Material % Non-Asbhestos Fibers Asbestos Types
1 Stage - 9x9 Tile/Mastic Black 99.5 None 0.52% Chrysotile
161713355-0001 Fibrous
Homogeneous
HA: 1
1 Stage - 9x9 Tile/Mastic Red 100 None No Asbestos Detected
161713355-0001A Non-Fibrous
Homogeneous
HA: 1
2 Stage - 9x9 Tile/Mastic Black 99.1 None 0.91% Chrysotile
161713355-0002 Fibrous
Homogeneous
HA: 1
2 Stage - 9x9 Tile/Mastic Red 100 None No Asbestos Detected
161713355-0002A Non-Fibrous
Homogeneous
HA: 1
3 Showroom Closet - 9x9 Black 98.0 None 2.0% Chrysotile
161713355-0003 Tile/Mastic Non-Fibrous
Homogeneous
HA: 2
3 Showroom Closet - 9x9 Brown 921 None 7.9% Chrysotile
161713355-0003A Tile/Mastic Non-Fibrous
Homogeneous
HA: 2
4 Showroom Closet - 9x9
161713355-0004 Tile/Mastic
HA: 2
Positive Stop (Not Analyzed)
4 Showroom Closet - 9x9
161713355-0004A Tile/Mastic
HA: 2
Positive Stop (Not Analyzed)
5 Kitchen - 9x9 Tile/Mastic Black 96.6 None 3.4% Chrysotile
161713355-0005 Non-Fibrous
Homogeneous
HA: 3

This laboratory is not responsible for % asbestos in total sample when the residue only is submitted for analysis. The above report relates only to the items tested. This report may not be reproduced,
except in full, without written approval by EMSL Analytical, Inc. Samples received in good condition unless otherwise noted. Unless requested by the client, building materials manufactured with
multiple layers (i.e. linoleum, wallboard, etc.) are reported as a single sample.

Samples analyzed by EMSL Analytical, Inc. Indianapolis, IN

Qnitial report from: 07/25/2017 12:19:58
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i EMSL Order: 161713355
EMSL Analytlcall’ Inc. Customer ID: SDIE78
6340 CastlePlace Dr. Indianapolis, IN 46250 Custemier PO
TellFax: (317) 803-2997 / (317) 803-3047 Project ID:
http://mvww.EMSL.com / indianapolislab@emsl.com
Attention: John Gongola Phone: (304) 233-3401
S.D.l. Environmental Fax: (304)233-3401

111 Park View Lane
Suite 104
Wheeling, WV 26003

Project: WVCC & TCE WESCO #170777

Received Date:
Analysis Date:
Collected Date:

07/21/2017 10:15 AM
07/25/2017
07/20/2017

Test Report: Asbestos Analysis of Non-Friable Organically Bound Materials by TEM via

EPA/600/R-93/116 Section 2.5.5.1

Sample ID Description Appearance % Matrix Material % Non-Asbestos Fibers Asbestos Types
5 ¢ Kitchen - 9x9 Tile/Mastic Brown 91.1 None 8.9% Chrysotile
161713355-0005A Non-Fibrous
Homogeneous
HA: 3
6 Kitchen - 9x9 Tile/Mastic
161713355-0006
HA: 3
Positive Stop (Not Analyzed)
6 Kitchen - 9x9 Tile/Mastic
161713355-0006A
HA: 3
Positive Stop (Not Analyzed)
7 Conference Room - 9x9 Black 96.8 None 3.2% Chrysotile
161713355-0007 Tile/Mastic Non-Fibrous
Homogeneous
HA: 4
7 Conference Room - 9x9 Brown 75.6 None 24.4% Chrysotile
161713355-0007A Tile/Mastic Non-Fibrous
Homogeneous
HA: 4
8 Conference Room - 9x9
161713355-0008 Tile/Mastic
HA: 4
Positive Stop (Not Analyzed)
8 Conference Room - 9x9
161713355-0008A Tile/Mastic
HA: 4

Positive Stop (Not Analyzed)

This laboratory is not responsible for % asbestos in total sample when the residue only is submitted for analysis. The above report relates only to the items tested. This report may not be reproduced,
except in full, without written approval by EMSL Analytical, Inc. Samples received in good condition unless otherwise noted. Unless requested by the client, building materials manufactured with
multiple layers (i.e. linoleum, wallboard, etc.) are reported as a single sample.

Samples analyzed by EMSL Analytical, Inc. Indianapolis, IN

@itial report from: 07/25/2017 12:19:58
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Triad SDI INITIAL PERCENT
SAMPLE NO. | SAMPLE | MATERIAL | NOTATION |ASBESTOS | ASBESTOS
NO. LOCATION | % by PLM |By 400 POINT
COUNT
006 Window Interior & 3 0.5%
001 Glazing (2nd [Exterior of 2nd
0o7 002 floor) floor S D%
008 3 <0.25%
009 ND ND
N/A Cement wall Main Floor
010 covering ND ND
011 ND ND
012A* & 012B* ‘ ND ND
013 N/A Wall plaster Main Floor ND ND
014A* & 014B* ND ND
015 Window Interior & 3 0.5%
003 glazing Exterior of 1st
016 004 (1st floor) floor 2 0.5%
017 2 0.7%
018A* & 018B* 2 0.25%
" 005 Blue 12”x12”| Main Floor
019A* & 019B* 006 VFT Mastic 2 0.25%
020A* & 020B* Negative 2 0.25%
021A* & 021B* 2 0.25%
= % 007 Cream Main Floor
022A* & 022B 008 12”x12” Mastic 2 0.25%
023A* & 023B* VCT/Mastic Negative 2 0.25%
024A* & 024B* 009 3 6.5% ACM
™ * 010 Brown/Black| Main Floor
025A* & 024B 011 9”x9” Mastic 3 6.5% ACM
026 012 VCT/Mastic Negative 3 6.5% ACM
027A* & 027B* 3 ND
" " 012 Red 9"x9” Main Floor
028A" & 028B 013 VCT/Mastic 3 ND
029A* & 029B* 3 ND
030 Acoustic ND ND
013 Ceiling Tiles Main Floor
031 014 & Mastic ND ND
032 ND ND






